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Study on Anodic Oxidation Treatment of Aluminium Alloy Casting with Dyeing
(2nd report)

—Color Assessment of Anodic Oxidation Coatings with Dyeing —

Tokihiro Hikida, Tetsuhiro Watano and Shouichi Miyahara
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