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The kinetic property of flexible polyurethane foam for mechanical simulation.
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Fig.1 Compression test
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Fig.2 Compression test model
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Fig.3 Validation test

Lower surface: Top and bottom direction restriction

Fig.4 Validation test model
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Fig.b Comparison of a compression test and the simulation
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Fig.6 Comparison of a validation test and the simulation
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